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Abstract

Today, large amounts of wastewater containing dyes and toxic substances enter the environment through
industries such as textile, printing, dyeing, spinning, and leather making; therefore, water pollution is one
of the most serious environmental problems that affects the quality and health of water. For this reason,
removing dyes and toxic substances from water is one of the researchers concerns. In this regard, in this
study, magnetic boehmite nanocomposite modified with zinc sulfide-cadmium sulfide
(FesO,@BNPs@2ZnS-CdS (ZnS/CdS: 0.25:0.75)) was used as an efficient photocatalyst to remove direct
red 16 and rhodamine B dyes in the visible region. This photocatalyst is able to remove anionic and
cationic dyes. The properties of the synthesized photocatalyst were investigated using XRD, FTIR, BET,
FESEM, VSM, TGA, DRS, zeta potential and EDX. The results showed that the direct red 16 dye was
destroyed in a neutral pH with an efficiency of 95%, within 12 min. Regarding rhodamine B, the best
result, 97% removal, was obtained at pH=3. Also, the amount of TOC decreased dramatically after dye
degradation. Dye degradation for both DR16 and RhB follows first-order kinetics. The advantages of this
photocatalyst include ease of separation from the environment, biocompatibility and excellent activity in
visible light, recyclability, and ease of synthesis. The light source used in this research is high-pressure
mercury lamp, which is cheap and durable and has excellent performance.

Keywords: Photocatalyst, Magnetic Boehmite, Dye Removal, ZnS-CdS, High Pressure
Mercury Lamp.
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1. Introduction

Today, industrial wastewater is one of the most
important problems of the modern world due to
industrialization, population growth and the
increase of unlimited human activities. Among
the industrial effluents, we can mention the
effluents of textile, spinning, dyeing, printing,
plastic, paper, cosmetic-sanitary and
pharmaceutical industries (Rani et al., 2016).

The presence of a very small amount of
synthetic and carcinogenic dyes in industrial
effluents has very serious effects on the
environment and the health of living beings such
as humans, aquatic animals and mammals (Ghosh
and Bhattacharyya, 2002; Jamil et al., 2014;
Mondal, 2008). Also, dyes in textile wastewater
affect various natural processes in water such as
photosynthesis, biodegradation, resistance to
biological oxidation, and inhibition of light
penetration (Bafana et al., 2011). Rhodamine B
(RhB) is a nitrogen-containing dye that naturally
undergoes anaerobic decomposition and turns
into carcinogenic aromatic compounds (Horikoshi
et al., 2004). Direct Red 16 is an azo dye that is
used in textile and dyeing.

There are various methods to remove colored

pollutants, including physical, chemical and
biological methods. Some of these methods
include membrane filtration, precipitation

methods, advanced oxidation processes, the use
of adsorbents, and electrolytic filtration, which
are usually expensive and time-consuming (Jamil
etal., 2014).

For soluble dyes such as rhodamine B and azo
dyes, biological treatment methods are not
suitable, but AOPs can be a suitable alternative
(Guo et al., 2014). Nowadays, the use of cost-
effective and efficient heterogeneous
photocatalysts has become the focus of
researchers' attention. So far, many heterogeneous
photocatalysts such as SrO,, WO; (Carcel et al.
2011), Fe,O3 (Sharma et al., 2014; Song et al.,
2008) ZrO,, CdS, have been used to remove
different types of dyes and pollutants from
wastewater.

Heterogeneous metal oxides that have
oxidation-reduction and acid-base properties are
interesting candidates for the synthesis of
photocatalysts. The band gap in metal sulfides is
usually shorter than metal oxides and they have
the ability to receive visible light directly. To
increase the activity of semiconductors, they are
combined with metal oxides or sulfides, various
metals such as Ni, Fe, manganese and non-metals
such as S, N, and F (Abdul Hassan et al., 2022).
Among iron oxides, Fe;O, has attracted more
attention than other iron oxides due to its good
electronic conductivity, low toxicity, superior
magnetic properties, and high biocompatibility.
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Boehmite is another cheap, stable and recyclable
solid nanomaterial whose surface can be easily
modified due to the presence of a large number of
hydroxyl groups.

In this study, novel magnetic boehmite
nanocomposite whose surface was modified with
zinc sulfide-cadmium sulfide
(Fe;0,@BNPs@2ZnS-CdS (0.25:0.75)) was used
to remove direct red 16 and rhodamine B dyes. It
should be mentioned that the integration of
boehmite with iron nanoparticles improves the
chemical and mechanical properties of
nanoparticles, and increases the hydrophilicity of
the nanocomposite. Also, combining zinc sulfide
with cadmium sulfide led to a decrease in the
band gap of the photocatalyst (less than 1.5 based
on DRS results) and an increase in its activity in
the visible region.

2. Materials and Methods

The materials used in this study are: hydrated
aluminum nitrate (AI(NO3);.9H,0), iron sulfate
(FeSQy), iron chloride (FeCls), sodium hydroxide
(NaOH), sodium sulfide (Na,S), cadmium acetate
(Cd(OAC),), zinc acetate (Zn(OAc),), potassium
dichromate  (K,Cr,0;), isopropyl alcohol,
ammonium oxalate, sodium nitrate, rhodamine B
dye CyH31CIN,O3, MW: 479.02 g/mol, direct red
16 dye 637.55 g/mOI (C26H17N5Na20882) MW:
ethanol, etc., all of which were purchased from
Merck, the visible light source used in this
research is high pressure mercury lamp.

2.1. Synthesis
photocatalysts
Fe;:0,@BNPs@ZnS-CdS  photocatalyst ~ was
synthesized based on the method mentioned in
the previous research (Khodamorady and
Bahrami, 2023).

of Fe;0,@BNPs@ZnS-CdS

2.2. Dye removal test in the presence of
Fe;0,@BNPs@ZnS-CdS

The performance of photocatalysts in the removal
of color from DR16 and RhB synthetic effluents
at concentrations of 10, 15 and 20 ppm was
investigated. Then, important parameters such as
photocatalyst amount, color concentration and pH
of the environment were checked. After the
studies, the best photocatalyst
(FesO4,@BNPs@ZnS-CdS  (0.25:0.75))  was
selected. The amount of color removal was
checked with the help of ultraviolet-visible
spectrometer during the reaction.

3. Results and Discussion

In this study, in addition to Fe;O,@BNPs@CdS
and Fe30,@BNPs@ZnS, three photocatalysts
with different molar ratios of zinc sulfide-
cadmium sulfide were synthesized and their
photocatalytic performance was investigated in
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visible light. After laboratory studies, the most
efficient photocatalyst in the visible light region
is Fe;0,@BNPs@ZnS-CdS with a molar ratio of
ZnS:CdS=0.25:0.75, which has  unique
photocatalytic activity. The optimal photocatalyst
was fully identified by XRD, FTIR, BET,
FESEM, VSM, TGA, DRS, zeta potential and
EDX techniques (Khodamorady and Bahrami,
2023). Studies were conducted with aqueous
solution of RhB and DR16 with a concentration
of 10 ppm in the presence of the mentioned
photocatalysts, and the results are summarized in
Table 1. The photocatalytic effect of magnetic
boehmite (MNPs@BNPs) was also investigated
in the degradation of rhodamine B and direct red
16 dyes in the presence of a high-pressure
mercury lamp as a light source (Table 1, entries 1
and 2).

Also, the efficiency of the photocatalyst for
the removal of RhB and DR16 dyes under
sunlight was also investigated and the related
results are given in Table 1 entries 13-14. The
most efficient photocatalyst in the visible region
is Fe;0,@BNPs@ZnS-CdS with a molar ratio
(ZnS/CdS=0.25/0.75).

Table 1. Laboratory investigations to find the best
photocatalyst in the UV-visible region

Photocatalyst Dye Light Dye(:;)r;oval

MNPs@BNPs DR16  Visible 2

MNPs@BNPs RhB Visible 4
MNPs@BNPs-CdS DR16  Visible 45
MNPs@BNPs-CdS RhB Visible 24
MNPs@BNPs-ZnS  DR16  Visible 20
MNPs@BNPs-ZnS RhB Visible 12
MNPs@BNPs-ZnS- -

CdS (0.25:0.75) DR16  Visible 95
MNPs@BNPs-ZnS- -

CdS (0.25:0.75) RhB Visible 70
MNPs@BNPs-ZnS- -

CdS (05:0.5) DR16  Visible 69
MNPs@BNPs-ZnS- -

CdS (05:0.5) RhB Visible 50.5
MNPs@BNPs-ZnS- -

CdS (0.75:0.25) DR16  Visible 452
MNPs@BNPs-ZnS- .

CdS (0.75:0.25) RhB Visible 25
MNPs@BNPs-ZnS-

Cds (0.25:0.75) ~ DR16 Sun 17
MNPs@BNPs-ZnS-

CdS (025:0.75) ~ RMB Sun g

MNPs@BNPs DR16 uv 52

MNPs@BNPs RhB uv 30

*: Time: 60 min

To investigate the photocatalytic activity of
Fe;04,@BNPs-ZnS-CdS, 10-20 ppm solutions of
direct red 16 and rhodamine B dyes were
prepared. Next, the amount of photocatalyst was
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optimized, and for this purpose, amounts of 0.03,
0.05 and 0.08 gr of photocatalyst were examined,
and 0.05 gr of catalyst was chosen as the optimal
amount.

After optimizing the amount of photocatalyst
and choosing the light source (high pressure
mercury lamp), the removal tests of direct red 16
and rhodamine B dyes were performed under
visible light. Direct red was removed in the
presence of photocatalyst with an excellent
efficiency of 95%, and rhodamine B showed an
efficiency of 70 (Figures 1 and 2). The amount of
photocatalytic removal of DR16 and RhB
aqueous solutions was investigated at the
maximum absorption wavelength for both dyes.
Equation 1 was used to obtain the dye removal
efficiency

Removal (%)=(A0-At/A0)x100 (D)
The rate constant was obtained from equation 2
In (At/A0)=In (Ct/C0)=-kt (2)

Kinetic and Kap (rate constant) graphs related
to the photocatalytic dye removal of these dyes
are shown in Figures 1 and 2. The removal rate
constant of direct red dye was (0.0471 min™)
(Fig. 1b) and for rhodamine B dye was (0.017
min™) (Fig. 2 b). Based on the obtained results,
the photocatalytic dye removal process for both
dyes follows the first-order rate equation.

pH is another important factor during the
photocatalytic dye removal. For this reason, the
removal of direct red 16 and rhodamine B dyes
was also investigated in acidic and alkaline
environments. As Fig. 1c shows, dye removal of
direct red at pH=3, is 97%, and at pH=8, it is
48.5% (Fig. 1d).

Based on the zeta potential, the surface charge
of the photocatalyst is negative at all pH levels,
and at pH=3 the lowest amount of negative
charge on the surface is seen, so the repulsion
between the anionic dye direct red 16 and the
surface of the photocatalyst is the lowest at pH=3,
and the dye degradation is the greatest at this
point.

The dye removal rate for rhodamine B is
shown in Fig. 2. The removal of rhodamine B dye
was also investigated in acidic and alkaline pHs.
Based on the results (Fig. 2 c,d), the highest
degradation rate for rhodamine B dye was
obtained at pH=3, 97.5%.

Possible  mechanism  of
degradation is shown in Fig. 3.

photocatalytic
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Fig. 1. Photocatalytic removal of a) DR 16, b) pseudo-first-order kinetic curve for DR 16, ¢) photocatalytic removal
of DR 16 in pH=3 and d) in pH=8
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Fig. 2. Photocatalytic removal of a) RhB, b) pseudo-first-order kinetic curve for RhB, c¢) photocatalytic
removal of RhB in pH=3 and d) in pH=8
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Fig. 3. Photocatalytic decomposition of organic dyes in
the presence of Fe;0,@BNPs@2ZnS-CdS

The reusability of Fe;0,@BNPs-ZnS-CdS
photocatalyst under visible light for DR16 and
RhB solutions in optimal conditions (0.05 g of
catalyst, pH=7 and dye concentration: 10 ppm)

(Fig. 4).
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Fig. 4. Recoverability of photocatalyst in removing
DR16 and RhB dyes

3.1. Discussion and  comparison  of
photocatalyst efficiency with some other
photocatalytic systems

The synthesized photocatalyst in this study has a
negative charge on the surface, so it works more
effectively in the degradation of cationic dyes.
Also, high-pressure mercury lamps are cheap and
durable compared to many other lamps and light
sources. The introduced photocatalyst was
synthesized by an easy method, under mild
conditions and relatively short time.

The efficiency of the synthesized magnetic
nanocomposite was compared with some other
photocatalytic systems (Table 2). The hybrid
photocatalyst  (Fe;0,@BNPs@ZnS-CdS) is
superior to most reported photocatalysts in terms
of dye degradation time and dye removal speed.
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Table 2. Comparison of the photocatalytic activity of
the synthesized nanocomposite with some other
photocatalytic systems

Light

Catalyst o Dye Degradation Reference

Zn0O-ZnS Uv- MO 44.1%, (Gao et al.
nanowire visible 120min 2015)

Visible . Wang et

ZnS-CdS light MB 45%, 60 min al., 2018)

Ag-AgBr— Visible MB 92%, 180 (Zhang et

ZnO light min al., 2013)

ZnS-Cds- Visible 70%, 360 .

PANI light ~ MB min (Ali. 2020)
Fe;0,@Si0, Xe 300 RhB 82%, 180 (Xu et al.
@Zn0O-ZnS w min 2020)
MOS2/ZnS/ Visible MO 90%, 360 (Zhao et al.

Zn0O light min 2019)
Co@C-N-S (Hamadani
triple doped LED RhB 9204(;,“}00 anetal.

TiO, 2016)

High .
c DR q (Mittal et
TiO,/CdS pressure 95%, 12 min
Hg lamp 16 al., 2019)

3.2. The amount of TOC% after dye removal
In water treatment process, the goal is to reduce
the amount of total organic carbon or TOC,
because TOC has a great impact on the health,
taste and smell of water Therefore, the amount of
total organic carbon was measured before and
after the dye degradation for concentrations of 10
to 20 ppm and the results were summarized in
Fig. 5.

e RNB DR 16
359 30
30 1
< 25 1 20
S
S 90 A 16.6
O 11.3
o 5 8
F10{ T 64
5
0

9 1 13 15 17 19 2
Concentration (ppm)
Fig. 5. The amount of TOC% after dye removal

4. Conclusions

In  this  research, magnetic  boehmite
nanocomposite modified with zinc sulfide-
cadmium sulfide Fe;O,@BNPs@ZnS-CdS
(0.25:0.75) was wused as a heterogeneous
photocatalyst to remove direct red 16 and
rhodamine B dyes. The results showed that the
introduced photocatalyst is efficient, cheap,
environmentally ~ friendly,  recyclable and
sustainable. The photocatalyst is able to degrade
both anionic and cationic dyes with high
efficiency at pH=7, in the presence of 0.05 g of
photocatalyst. Dye degradation for both DR16

and RhB dyes follows the pseudo-first order
equation. The photocatalyst was recovered up to

five consecutive times and no significant
reduction in the dye degradation rate was
observed.
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Table 2. Laboratory investigations to find the best photocatalyst in the UV-visible region

Entry Photocatalyst Dye Light Dye removal (%) Time (min)
1 MNPs@BNPs DR16 Visible 2 60
2 MNPs@BNPs RhB Visible 4 60
3 MNPs@BNPs-CdS DR16 Visible 45 60
4 MNPs@BNPs-CdS RhB Visible 24 60
5 MNPs@BNPs-ZnS DR16 Visible 20 60
6 MNPs@BNPs-ZnS RhB Visible 12 60
7 MNPs@BNPs-ZnS-CdS (0.25:0.75) DR16 Visible 95 60
8 MNPs@BNPs-ZnS-CdS (0.25:0.75) RhB Visible 70 60
9 MNPs@BNPs-ZnS-CdS (0.5:0.5) DR16 Visible 69 60
10 MNPs@BNPs-ZnS-CdS (0.5:0.5) RhB Visible 50.5 60
11 MNPs@BNPs-ZnS-CdS (0.75:0.25) DR16 Visible 45.2 60
12 MNPs@BNPs-ZnS-CdS (0.75:0.25) RhB Visible 25 60
13 MNPs@BNPs-ZnS-CdS (0.25:0.75) DR16 Sun 17 60
14 MNPs@BNPs-ZnS-CdS (0.25:0.75) RhB Sun 5 60
15 Photocatalyst DR16 uv 52 60
16 MNPs@BNPs RhB uv 30 60
BRI SESNSCIN It J I PSRV PRVAY- IV 5 00 . PRI TR
ollas ol e i olsieq cuJUS . S4/40 - 9% W o —
S5y Bl s 50 B e 2t D gy ]
FYIRE é 80 -
. . o 2 754
055 g Ll 5 Cen B 5 58 e (5luaas ) am S R ) .
Sl slades (S5 e olsee YU JLid s g (oY) ° sl 769 - 685
PPM ylos 1505 (il 50 55 2ons RNB. 5 DR16 oS5, T & & o 1 &

Veppm Jsdos 5 0o, 90 Jle s o534 LDR16 K5, )
MU\S}'PJWJAJJ);V' “T)j_,.. QJ)'\J.\_:RhB \S/_.i)
ol |, &, i MNPS@BNPs-ZnS-CdS (0.25:0.75)
.(\ Vo) L;L%}S.i) 2Ksls

) slad e o JBS 5 58 B3 a2
)\&LJ&JJ—"&‘)UQJJ}TCMM‘-_’6\Ja..\_:4w)j&_<aj
o eslazal ¥ dsles

Removal (%) = (Ae-AdAp) x 100

()

Water and Wastewater

Vol. 34, No. 4, 2023

Concentration (ppm)

Fig. 9. The effect of increasing concentration on the

amount of dye removal

K55 i e 55 el 531 5T -4 S

B B al b g5y 2 S, ke bV -Y-y
Fes0,@BNPs-ZnS-CdS . JbS5 58 codlad oy 6
Lah g RhB 3DR16 oSS, 51 Y -ppm GY » sla sloe
A ﬁiﬁwﬁo‘hﬁﬂ&)ﬁiﬁﬁbﬁbx;ﬁ@‘ﬁ

) 50 05l QL.Z‘.)

PR NSO I DPPPRRLINN | L ge e I KV B o

hg)\.bughg.i
\F-Y JL—J»? B)Len:u\‘f 099

Q



dx.doi.org/10.22093/wwj.2023.388851.3330

wneeans 1S 3788 4 Joieds Fe30,@BNPS@ZNS-CAS o 45,85

0 3 7 1 15
14 094 b
a) 0.8
=08 0.7 -
3 S 06
0.6 @)
8 O 05 1
So4 5 041 y = 0.0471x + 0.294
S 0.3 - R?=0.9992
f: 0.2 0.2 -
0.1 -
0 ; ; ; 0 . . .
350 450 550 650 0 5 10 15
Wavelength (nm) Time (min)
0 min 7 min 14 min 0 min 30 min
0.55 -
c)
= 045 4 z
8 035 - ot
5] e
g 0.25 - §
0. - n
2 15 3
< 005 \‘\
-0.05300 400 500 600 700 300 400 500 600 700
Wavelength (nm) Wavelength (nm)
Fig. 10. Photocatalytic removal of a) DR16, b) pseudo-first-order kinetic curve for DR16, ¢) photocatalytic
removal of DR16 in pH=3 and d) in pH= 8
DR16 2 JblSs5 5 Bix (C DRI16 sl Jsl a5 ppants St 2o (D DR16 (8 2GS 55 53 Bl -\ ¢ S
pH:8J) (d 9 pH:3 3
(+/+$Y\ min") DR16 S5, Gis s w cnli il snd ol s &S
(b-\Y JSC2) (+/ Y mint)RhB K, sl 5 (b-V + JS5) P el O Cim Ay Lo plaj 3 K Jslowe s Ag
ol sty gl ol e s S (Sl Sl ey ot ol
‘ OV slan 3l e ol e el sy Sy 50
&JJJ:&?G}JJDH u|ﬂJ§U—\"—Y—Y’ T .
Mol cwwd
S, Bl (2B 5 g8 anl b o PH e 05 e Jule
eSS, Blo 2uSly Laa PH 0l 28 s 1Sl In(AJAG) = IN(CY/Co)=-kt (v)
Q‘.o.k R G“Jﬁrh@uéjé"‘ﬁ"“ LSL“""':‘.’“ BL RhB }DR16
pHJJDRl6&_<JJ£JJ_>J_bJ‘fGOLJ&JC—\’L}&Jsd)j—b OTJ.)4S

i e A Jslas PH s cacel Cssass a3 AV Uslase
il ol (=Y ¢ JS8) cl a5 FA/0 DR16 K5,
PH 3 S ool iia LPH (oales 55 U185 38 ebas 5L
amdls ey easls 5525 e (595 (it 5L ke o ST slas

Water and Wastewater

Vol. 34, No. 4, 2023

toles s JT K, cdale Gy adsl plos s JT K5, cdale G
ol

Sy Bdo 4 bgy o (S o) Kip 5 (St 5lo sl 5o

by oz VY 5 e e S s e, o) e BLS 558

\V‘YJL-X b)l.mf:s\ﬂf 099

A

rs



A4

dx.doi.org/10.22093/wwj.2023.388851.3330

ol SropS 5 sOlald g

—60
1.6 1
1.4 1 a)
1.2 4

0.8 -
0.6 -
0.4 -
0.2 A

Absorbance (a. u)

450 500 550 600 650
Wavelength (nm)

e 60

. |
o

=
o )

=
o

Absorbance (a. u)
o o
S [ee]

o

300 400 500 600 700 800
Wavelength (nm)

Time (min)
20 40 60 80

o
o

=)
N
.

b)

<
~
N

Ln(C/C,)
S
(o2}

y=-0.017x +0.022
R® = 0.9964

S
o

'
[
1

-
N
L

— ()

d)

Absorbance (a. u)
- N
N U W

o
o

o

400 500 600 700
Wavelength (nm)

Fig. 11. Photocatalytic removal of a) RhB, b) pseudo-first-order kinetic curve for RhB, c) photocatalytic
removal of RhB in pH=3 and d) in pH= 8

PH=8 5 (d 5 pH=3 ;s RhB _2JllS 5553 G (CRNB (gl Ul 45 pmtd Kz simin (B RNB (@ U 5 53 i - V) S

i S5 c‘ﬁd S35 54 W8 spH s ol 5L al., 2000)

Ol 53580 ey S5 5 Sl 5 58 mhas o aadls 502

Sl oo 53 RIB S5, J 58050 0l o 2lS 55 o 55
PRI P PR WL PRGN A1 F

i 1 Jlab SISl 50558 5 il s lSa ¥
MNPs@BNPS@ZNnS-CdS , > ;3 K5,

S5 (VY LT) Vol s (U5 58 o 55 sl 8
5558 L2l b a5 logys oS0 sl ead s wols olis \ Y
© 895 il VB 1o Ul Jlisl g e s | ZNS & 5
CB 0 enslS il CB 5l i JUis 5 eanslS i)y VB
Sl (595 el 50

ZnS+hv > h*+e and CdS+hv - h" +¢ ()

Nsdge Olo 3 Do u Sl 5 o lls] sl 1Sty

Water and Wastewater

Vol. 34, No. 4, 2023

¥ Jslas pH 55 e JUlS 5 58 e sDR16 il S5 s
ol 039 3 AV S0 5 cm 35 o iy 5 Sl Jlade o a8
i 2l 5 SVL GlepH G g 2 s 0 5 b
ConedUS 55 58 o (5595 (he L Ol (A Jslra PH) 5,50
b Gl mha 5 S5 e (Sl s Sl ardls 5 oad sl
ol ead (S IS5 6 mh 555 ) 2z s
b oo 1alS S5 55 Ol

a-\\ JSCs s ol bs dslas sRNB gy K5, i ol 5
5 ol GPH L3 RNB (K5, G ol s sl L b1 )
(@1 56-0Y JS8) s bl st e on 2L
AY/0 ¥ Jslae pH L3 RhB K55 (6l o 55 ol s oo ytden
PHS! s PH (a5 Ly iy 5 2l el Sy s 5
53 Sl 05,5 S0 525 4 Sl F e RNB 550 55 Y Uolas
o325 PH s 500 U ol o Sae 485 98 3l s K5 sl
(Gupta et 45 ;@‘&)J,ﬂyckaéjjum)\”am

VEY Jlo ot oy &



dx.doi.org/10.22093/ww;j.2023.388851.3330

e il 5558 fpieds Fe;0,@BNPs@ZNS-CdS o L5

RhB and Dr16 + 'Oy |:> Degrade products

0,
oy High pressure
P mercury lamp (125 W)

H,0
RhB and Drl6+'OH [ Degrade products

Fig. 12. Photocatalytic decomposition of organic dyes in
the presence of Fe;0,@BNPs@ZnS-CdS

s3am 50 N by U558 4 -\ Y IS
Fe;0,@BNPs@ZnS-CdS

100 1

80 -

60 -
40
20
0 . . . .

Blank K2Cr207  Isopropyl Ammonium  NaNo3
ahcohal oxalate

Degradation rate (%)

Fig. 13. The effect of different radical absorbers on

photocatalytic degradation of DR16
b*-i)-”—"‘j JKﬂ)‘J gJ.L:ux 6“5.&.\.5;1.&} J:_;‘U—\“ ULS‘?'

DR16 = JblS 55

Q_M..:J\S\SJS‘,.Q )“ Sdh—> asla | C,\_:.lgu cdals! B
wk‘l (_g‘_hd}l."m (5‘f é}" op S F6304@BNPS—ZnS—CdS
Sl SLO B (LS, 1Y ppm cble 5 oo Y Jsles pH
RUMINCINIPARIAR S CE RN OT@Ls Sas
ol S T S olsen 28 Gun ol aias ay b s

! Total Organic Carbon (TOC)

Water and Wastewater

OH +h" — OH )
OH + 'OH — H,0, *)
H,0 +h* — ‘OH + H* v)
0,+e”— 0, +H"— HO, )
0, + Dye — CO,+ H,0 and other products )
0,” +H" — HO, (\+)

HO, + Dye — CO, + H,0 and other products (\Y)

sladlsesly amie JomnSs 500 O3l 3 0ad i O
Hd Lot 5 2B 5 58 glaa) 3 s s JoeSy s
s la& s, e A5 Jsiwe W HO; 0,7 JOH wsb
., Khan et al., 2016)Gao et al., 2015 s JT slasazy YT
Loy Sl sazme S 5 51 (B 5 5 a3 55 5S35
LS o0 (5 S5k s s>

(\Y)
Dye + 'OH — Degrade products (CO, + H,O and other
products)

acal b Lol U 5 Il GLas 8 (i nd 5 shaieny
¢35 58] APA KoCr07 acils (58,5 5l omanJULS 55 43
02 gl sasiSoir plse s i g e Sl 2 Y
(O JK8) 4 oslizad (€) Loy Sl 5 (1) oo i> OH'

55 55 s GG S o Sn S ol Lt s
A5 s08 5027 1Sl g b1, DR16 2 JUS 558
O ol ) KCr07 ) pas 15 K, Bl ol s iz OH
Wl IS o8t 480 3 (S g SISy sl s
Ol a8 5o JLSGol s saS o Ol e ¢ IPA 5> s
Wl a8 s 3P0 440 e s

Vol. 34, No. 4, 2023

A\
VEY Jlo Folad FFops



dx.doi.org/10.22093/wwj.2023.388851.3330 ool rose 3 golyolis pine

4
S U8558 slats 3 2 ok s 5 palS 0 IS 5 Sl aslia =Y gt
Table 3. Comparison of the photocatalytic activity of the synthesized nanocomposite with some other
photocatalytic systems
Catalyst Light source Dye Degradation Reference
ZnO-ZnS nanowire Hg-arc (300 W) MO 90%, 40min (Gao et al., 2015)
ZnS-CdS Uv-visible MO 44.1%, 120min (Wang et al., 2018)
Ag-AgBr-zno Sunlight RhB 90%, 60 min (Zhang et al., 2013)
ZnS-Cds-PANI Visible light MB 45%, 60 min (Ali, 2020)
Fe;0,@Si0,@Zn0O-ZnS Visible light MB 92%, 180 min (Xu et al., 2020)
MOS2/ZnS/ZnO Xe 300 W RhB 82%, 180 min (Zhao et al., 2019)
Co@C-N-S triple doped o ] (Hamadanian et al.,
. Visible light MO 90%, 360 min
TiO, 2016)
TiO,/CdS LED RhB 92%, 100 min (Mittal et al., 2019)
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